Yield Yield Break Break Tensile Notched Flexural Flexural Rockwell
Temperature Strength Elongation Strength Elongation Modulus 1zod Impact Modulus Strength Hardness
Material Sample Type C psi % psi % ksi ft.Ibs/in ksi psi or Shore
P400 ABS Inj. Molded: GE 23 4300 5000 50 360 2 380 9500 R105
Inj. Molded: GE -18 1.3
FDM:vertical 23 2103 1.4 2103 1.4 205
FDM: horiz/onside 23 4043 1.7 4043 4.9 309 2.3 289 7182
FDM: horiz/flat,45 deg.fill 23
FDM: horiz/flat, 90 deg. fill 23 282 5860
PC Inj. Molded 23 8966 6.1 8674 101 204 13.8 348 13610 75
HF1110112 FDM:vertical 23 n/a na 4799 1.9 261 70
FDM:horiz/onside 23 n/a na 9087 55 225 245 11159 67
FDM:horiz/flat 23 7782 4 7782 4.5 332 2.1 278 12674
P500, ABSI FDM:vertical 23 0.9 195.2 76
FDM:vertical 4.4 1398 0.3 1398 0.3
FDM:vertical 711 1432 1.8 1432 1.8
FDM:vertical 100.5 169 44 141 89



