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BARZER:
1. M IR M TTHIEBA 1 Properties certificate shall be provided for all maferials
2 B, KRR A. BRI KA Trim sharp edges and deburr.
E 3, MIRREERE RS  REN, TEEIE. ZIFEEERM Electrically polish surfaces after forming and no visible scratches. E
by uﬁﬁ?ﬁfxiggﬁﬁHli;ﬁus?e’mhfLIE IR, 9. RS, WFSREF 3 T 124R % Thoroughly clean and degrease the parts
5, K3 I}%‘J’y"§1’§58/ﬁ8%# 2000 mfﬂ FIERALL ZFROBIT84-1996 k2o See cell in the frame for un-marked folerances.
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