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Description: carbon-carbon (carbon fibres in carbon matrix), 2-D roving fabric layers overlapped in a phenolic resin matrix, densified and graphitized at high temperature.

Qualified suppliers:
SGL TECHNIK GMBH, type 1502 ZV 22

Physical properties:

	PROPERTY
	UNIT
	SPECIFICATION
	TO BE CERTIFIED

	Impurity
	ppm
	< 100
	*

	Density
	g/cm3
	1,76 (0.04 
	*

	Porosity
	%
	13 ( 2
	

	
	
	
	

	CTE – in plane
	10-6  K-1
	-0.5 ( 0.2 @ 300°C
	

	CTE – transverse
	10-6  K-1
	12( 1        @ 300°C
	

	Kt – in plane
	W/mK
	 250 ( 10 @ 20°C
	

	Kt – transverse
	W/mK
	30 ( 3      @ 20°C
	*

	Young’s modulus-in plane
	GPa
	120 ( 20
	*


Dimensions: plates 430x25x2.4 mm

Remarks:
Acceptance test as per procedure ATL-IP-QP-0015
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